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CemTest - AN INNOVATION IN CEMENT TESTING
CemTest - MHHOBALI/ B TECTUPOBAHUW LLEMEHTA

Current compressive and flexural strength test
methodologies on cement typically require a laboratory
environment and equipment to cast, cure and then crush
sample prisms over a 28-day period, which are laborious,
time consuming and expensive.

UK based company has improved this situation
with a unique solution, it has developed the technologies
and algorithms of an accelerated method to test cement and
fresh mixed concrete within minutes rather than 28 days.

CemTest is a small hand-held instrument requires
only 15 grams of cement and 500 ml of de-ionised water
to perform the test. It has drawn on over 30 years of
experience from inventor Mr. A. Iromashvili and team
to arrive at the precise testing procedure that takes few

minutes.

It works by measuring the electrical conductivity
of cement and water solution during the early hydration
period, (60 seconds) using a purposely designed measuring
probe.

Test doesn’t require an environmentally controlled
area, can be utilised both in the field and in the laboratory.

The UK Accreditation Services (UKAS) and the
other independent Laboratory tests have confirmed that
CemTest provides accurate results for CEM I and CEM
II cement ranges typically within 5-7 % of BS EN 196-1

standards.

Please visit: www.cstinstruments.com

CoBpeMeHHbIe METOJIbI MCTIBITAHNIT IeMEHTa Ha
cKaTye U U316, KaK IPABUIIO, ABIAIOTCA TPYLOEMKIMM,
TpebyIoT 1abOPATOPHBIX YCIOBIIT I CTIENNANTLHOTO 06o-
py/oBanus A1 GOPMOBaHIA, TBEPAEHNA I JIaTbHELIEero
HCbITaHNA 06pasLioB B BO3pacTe 28 CyTOK.

BpuTaHCcKas KOMIIaHUA paspaboTaia TeXHONOTHIO
¥ a7ITOPUTMbI YCKOPEHHOTO METO/a UCTIBITAHMA LIEMEHTA
U TIPUTOTOB/IEHHON 6ETOHHOI CMeCH B Te4eHNE HECKO/Ib-
KMX MUHYT, & He B TedeHue 28 [HeiL

MeTop mpocTOIt ¥ 6BICTPbII, UCIIONB3YETCA KOM-
AKTHBII pyuHoit npubop 1oy Hassanuem CemTest. [lis
IIpOBEJIEHN S TeCTA HeobxonuMo 15 rp nemeHTa u 500 MIT
€VIOHU3MPOBAHHOIT BOIBL UTO6BI 06ecrednTh TOYHOCTD
IIPOLeTyPbl TECTUPOBAHIS, Pa3PabOTINKN npubopa omnu-
panuch Ha 6oree dem 30-meTHMIT OMbIT paGoThl M306pe-
tarens A. VpoMalIBUIN U ero IPYyTIIbL.

[Ipu6op oCyIecTBIAeT N3MEPEHNE 3IEKTPONIPO-
BOJHOCTHU LieMeHTa/BOJHOTO PacTBOpA B TeYeHME IIEPUO-
Ia paHHEN TuapaTanmun (60 cexyHJ) ¢ UCHIONb30BAHNEM
CIIellMaNbHO Pa3paboTaHHOIO MSMEPUTENLHOTO 30H/A.

He TpefyeT clemnyaabHbIX YCIOBUIL A/ U3Mepe-
HMIL, TOSTOMY €r0 MOXKHO MCIIONIb30BaTh KaK B IOJIEBBIX
YCIOBUSAX, TAK ¥ B 1A60OPaTOPUIL.

Cny»x6a aKKpeguTanum Bemuko6putanuu (UKAS)
¥ IpyTUe HesaBUCHUMbIe Ta60paTOpHbIe UCIIBITAHNATION-
tepmuny, uto CemTest obecrieunBaeT TOYHbIE PE3y/bTa-
ToI B OTHOLIEHNY LeMeHTHHBIX KmaccoB CEM I n CEM II,
06bI9HO B rIpesieniax 5-7 % ot ctanpapTos BS EN 196-1.
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